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Fig. S1. Recycling experiment of MNP@P[imEt][OH]
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Fig. S2. FT-IR spectra for the comparison of the fresh catalyst and the five-times recycled catalyst.
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Fig. S3. Size distribution histogram of catalyst, before and after five times recycling.
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