
 

 

 

 

 

Figure S1. The 1HNMR of 1,4-bis(2-carboxyaldehyde phenoxy)butane in CDCl3 
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Figure S2. Thermogravimetric investigation of Fe3O4 (solid line) and Fe3O4@SiO2-(CH2)3-

PBSB/MoO2 (dashed line) 

80 

82 

84 

86 

88 

90 

92 

94 

96 

98 

100 

25 125 225 325 425 525 625 

d
M

-e
rl

 [
%

] 

T (°C) 

Figure




